E WINDOWS

Jason Premium Double Glazing Range

Awning Windows

Fixed Windows

Sliding Windows

Glass
External Glass Panel Ss:cDer Internal Glass Panel thickness | Uw | SHGCw [ Spacer| Uw | SHGCw | Spacer | Uw | SHGCw |Spacer] Uw | SHGCw | Spacer
overall

4mm Clear Float Glass 10mm  |4mm Clear Float Glass 18 4.49 0.55 10mm | 3.62 0.65 10mm 4.28 0.59 10mm | 3.96 0.61 10mm
4mm Grey Float Glass 10mm  [4mm Clear Float Glass 18 4.49 0.41 10mm | 3.62 0.48 10mm 4.29 0.44 10mm | 3.97 0.45 10mm
4mm Clear Float Glass 10mm  |4mm Smartglass Clear SP10 18 3.91 0.48 10mm | 2.90 0.56 10mm 3.64 0.51 10mm | 3.30 0.53 10mm
4mm Smartglass Neutral SP30 10mm  |4mm Clear Float Glass 18 3.91 0.35 10mm | 2.91 0.40 10mm 3.66 0.37 10mm | 3.31 0.38 10mm
4mm Smartglass Grey SP35 10mm  |4mm Clear Float Glass 18 4.48 0.38 10mm | 3.60 0.43 10mm 4.27 0.40 10mm | 3.95 0.41 10mm
4mm Clear Float Glass (Toughened) 10mm  [4mm Clear Float Glass (Toughened) 18 4,49 0.55 10mm 3.62 0.65 10mm 4,28 0.59 10mm | 3.96 0.61 10mm
4mm Grey Float Glass (Toughened) 10mm 4mm Clear Float Glass (Toughened) 18 4.49 0.41 10mm 3.62 0.48 10mm 4.29 0.44 10mm | 3.97 0.45 10mm
4mm Clear Float Glass (Toughened) 10mm  |4mm Smartglass Clear SP10 (Toughened) 18 3.91 0.48 10mm 2.90 0.56 10mm 3.64 0.51 10mm | 3.30 0.53 10mm
4mm Smartglass Neutral SP30 (Toughened) 10mm 4mm Clear Float Glass (Toughened) 18 3.91 0.35 10mm 2.91 0.40 10mm 3.66 0.37 10mm | 3.31 0.38 10mm
4mm Smartglass Grey SP35 (Toughened) 10mm 4mm Clear Float Glass (Toughened) 18 4.48 0.38 10mm 3.60 0.43 10mm 4.27 0.40 10mm | 3.95 0.41 10mm
5mm Clear Float Glass 8mm 5mm Clear Float Glass 18 4.56 0.53 8mm 3.70 0.62 8mm 4.35 0.57 8mm 4.03 0.59 8mm
5mm Grey Float Glass 8mm 5mm Clear Float Glass 18 4.56 0.37 8mm 3.70 0.43 8mm 4.35 0.39 8mm 4.03 0.41 8mm
5mm Clear Float Glass 8mm 5mm Planibel G Clear 18 4.04 0.47 8mm 3.07 0.54 8mm 3.80 0.50 8mm 3.45 0.51 8mm
5mm Clear Float Glass (Toughened) 8mm 5mm Clear Float Glass (Toughened) 18 4.56 0.53 8mm 3.70 0.62 8mm 4.35 0.57 8mm 4.03 0.59 8mm
5mm Grey Float Glass (Toughened) 8mm 5mm Clear Float Glass (Toughened) 18 4.56 0.37 8mm 3.70 0.43 8mm 4.35 0.39 8mm 4.03 0.41 8mm
5mm Clear Float Glass (Toughened) 8mm 5mm Planibel G Clear(Toughened) 18 4.04 0.47 8mm 3.07 0.54 8mm 3.80 0.50 8mm 3.45 0.51 8mm
6.76mm or 6.5mm Lami Clear Acoustic 8mm 4mm Clear Float Glass (Toughened) 18.76 4.54 0.50 8mm 3.66 0.58 8mm 433 0.53 8mm 4.02 0.55 8mm
6.76mm or 6.5mm Lami Clear Acoustic 6mm 5mm Clear Float Glass (Toughened) 17.76 4.66 0.52 emm 3.79 0.60 emm 4.45 0.55 emm 413 0.57 emm
5mm Toughn White Cathlite (Toughened) 8mm 5mm Clear Float Glass (Toughened) 18 4.56 0.53 8mm 3.70 0.62 8mm 4.35 0.57 8mm 4.03 0.59 8mm
5mm Toughn White Satinlite (Toughened) 8mm 5mm Clear Float Glass (Toughened) 18 4.56 0.53 8mm 3.70 0.62 8mm 4.35 0.57 8mm 4.03 0.59 8mm
5mm Toughn White Spotswood (Toughened) 8mm 5mm Clear Float Glass (Toughened) 18 4.56 0.53 8mm 3.70 0.62 8mm 4.35 0.57 8mm 4.03 0.59 8mm
6.38mm Lami White Tran/Cent 6mm 5mm Clear Float Glass (Toughened) 17.38 4.66 0.42 emm 3.81 0.49 emm 4.46 0.45 emm 4.14 0.46 emm
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